
Mixing time 60” 

Total Working Time 1’50” 

Setting time 3’35” 

First colour change 1’00” 

Second colour change 1’40” 

Reproduction of details 50µ 

Recovery from deformation 95,5% 

Strain in compression 12% 

Compressive strenght  0,7Mpa 

Flavour Mint 

Final colour Green 
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Chromatic Alginate Dust Free Alginate 


